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Aluminium and aluminium alloys — Alloyed ingots for 
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TECHNICAL CORRIGENDUM 1 

Aluminium et alliages d'aluminium — Lingots pour refusion en alluminium allié — Spécifications 

RECTIFICATIF TECHNIQUE 1 

Technical Corrigendum 1 to ISO 17615:2007 was prepared by Technical Committee ISO/TC 79, Light metals 
and their alloys, Subcommittee SC 7, Aluminium and cast aluminium alloys. 
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Replace the first 7 columns in the last line of Table 1 with the following text. 

 

Al ZnSiMg Al Zn10Si8Mg 7,7 to 8,3 

(7,5 to 9,0) 

0,27 

(0,30) 

0,08 

(0,10) 

0,10 

(0,15) 

0,25 to 0,4 

(0,2 to 0,4) 
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