
Corrosion of metals and alloys — 
Measurement of the electrochemical 
critical localized corrosion potential 
(E-CLCP) for Ti alloys fabricated via 
additive manufacturing method in 
simulated biomedical solutions

INTERNATIONAL 
STANDARD

ISO 
4631

First edition 
2023-11

Reference number 
ISO 4631:2023(E)

© ISO 2023



Pour plus d'infos, merci de nous contacter.

Association Sénégalaise de Normalisation
4 Avenue Jean Jaurès, Immeuble El Hadj Omar DIA, 6 ème Etage
Dakar - SENEGAL

Tel: +221 33 829 58 25

Email: asn@asn.sn

mailto:asn@asn.sn

